
Report of Surface Roughness Tester

Cutoff: 0.8mm Access: 3 Range:ˇŔ40¦Ěm Filter: GAUSS

Operator: KS Workpiece: Wzorzec Datetime: 2019-10-09 08:49:47

Ra     =   1,438 ¦Ěm        R3z    =   3,251 ¦Ěm        

Rv     =   1,694 ¦Ěm        Rp     =   1,582 ¦Ěm        

Rt     =   3,307 ¦Ěm        Rz     =   3,275 ¦Ěm        

RS     =   0,082 mm         Rsk    =  -0,018            

RSm    =   0,086 mm         Rq     =   1,455 ¦Ěm        

RzJIS  =   3,235 ¦Ěm        R3y    =   3,283 ¦Ěm        

Rku    =   1,043            Rpc    = 116,700pks/mm     

 

Rk     =   0,198 ¦Ěm        Rpk    =   0,040 ¦Ěm        

Rvk    =   3,039 ¦Ěm        mr1    =   1,600%           

mr2    =  47,300%           RyJIS  =   0,000 ¦Ěm        

Rmax   =   3,283 ¦Ěm        

Roughness curve
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